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Samtec Inc.

520 Park East Blvd
New Albany, IN 47151
United States

Attn: Dick Bowyer

The following sample(s) was/were submitted Coax Cable — FEP Outer Insulation Jacket, PTFE
and identified by/on behalf of the client as: Inner Insulation Jacket — Copper Conductors
Color: Amber/Beige
Sample/Style #: Sample Labeled: CCA Coax

Sample Received Date: 2/15/2011

Testing Period: 2/23/2011 - 3/16/2011
Test Requested : Please refer to the result summary.
Test Method & Results : Please refer to next page(s).

Result Summary

Test Requested Comment
Screening for the presence of Heavy Metals in

the submitted sample — XRF (X-Ray See test results
Fluorescence) Analysis

Signed for and on behalf of SGS North America Prepared By:
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Christina Crimi Veronica Marrero
Assistant Laboratory Manager, Chemistry Report Writer, Chemistry Laboratory
Laboratory
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1. Test Results — XRF Method (unit: ppm) — 8 Heavy Metals

Element 1 2 3 4

Cadmium Content (Cd) ND ND ND ND
Lead Content (Pb) ND ND ND ND
Mercury Content (Hg) ND ND ND ND
Chromium Content (Cr) 207 ppm ND ND ND
Bromine Content (Br) ND ND ND ND

Sample # | Sample Description

1 CCA Coax — Brown Insulation
2 CCA Coax — Copper Shield

3 CCA Coax — White Insulation

4 CCA Coax — Copper Conductor

Note: ND = Not Detected

“This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or
accessible at www.sgs.com/terms _and_conditions.htm and, for electronic format documents, subject to Terms and Conditions for

Electronic Documents at www.sgs.com/terms e-document.htm. Attention is drawn to the limitation of liability, indemnification and

jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s
findings at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to
its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under the
transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be
prosecuted to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s)

tested and such sample(s) are retained for 90 days only.”

SGS North America Inc. 291 Flairfield Ave., Fairfield, NJ 07004, USA t (973) 575-5252 f (973) 575-7175 www.us.sgs.com/cts
I

Member of the SGS Group (SGS SA)


www.sgs.com/terms_and_conditions.htm
www.sgs.com/terms_e-document.htm
www.us.sgs.com/cts

Test Report No. 2321217-CH04  Date: March 16, 2011 Page 3 of 3

Sample Photo:

SGS authenticates the photo on the original report only
*** End of Report ***
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